
Typical manufacturer instructions 
in our range of services

	^ MBN LV 124-1
	^ MBN LV 124-2
	^ MBN 10306
	^ BMW GS 95024-3-1
	^ VW 80000
	^ GMW3172
	^ FCA CS.00056
	^ FCA 9.90111/02
	^ etc. 

Corrosion

Exemplary standards  
or test procedures covered  
by accreditation certificate

	^ DIN EN ISO 9227 
	^ DIN EN 60068-2-52
	^ DIN EN 60068-2-11 
	^ ISO 16750-4


